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reproduction.
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DESCRIPTION OF THE SAMPLE:
Glazed ceramic slabs 20 x 20 x 2,5 cm marked "Piani
in grés antiacido per laboratori - KERAPLAN".

MANUFACTURER: KERAPLAN™ s.r.l.

SAMPLING DETAILS:
-Where: 0 @
-Dater:  @@=Z0 0@ e
- By whom: COSTUMER
- How (methods):  --------

DATE OF RECEIVAL IN LABORATORY: 30/09/02

TEST PERFORMED:

Date of Date of
starting ending

Determination of specular gloss [10/10/02| [10/10/02]
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The test has been performed according to the test method UNI EN 1ISO 2813 § 10.2

Determination of specular gloss

PROCEDURE CONDITIONS:
Angle of incidence used: 60°
RESULTS:
Specular gloss - individual readings
Reading| 1 2 3 4 5 6 7 8 9 10 11 12
Gloss | 18,3 | 18,7 | 18,1 | 18,3 | 18,4 | 18,5 | 19,3 | 20,1 | 20,1 | 19,6 | 19,56 | 20,4

Specular gloss - average value (Gloss):




